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MAXIMUM PANEL SIZE 

Annealed
Panel size depends on glass thickness. As thickness increases, the size may 
decrease. Please provide a thickness and texture to receive a maximum 
panel size.

PANEL THICKNESS  INCHES MM

Minimum and Maximum 1 - 3 38 - 75

Glass Types 
Clear
Low Iron 

Textures Classic Textures

Edgework Textured (standard) or Polished

Color Finishes Lucent, Gemstone, Pearl

Privacy Finishes Frosted

Safety Annealed (standard) or Laminated

Note

During the fusing process, air bubbles/pockets are trapped inside the 
glass, and will be visible through the finished product. This is common 
and acceptable. Many clients often request that we produce additional air 
bubbles; however, this is a random occurrence and beyond our control. 
Typically, the larger the panel size and the thicker the glass, the greater 
amount of air bubbles/pockets will form. 

1.5” THICK GLASS LOW IRON

PRODUCT INFORMATION

Just as the name implies, Thick Glass is a substantial presence 
ranging from 1,5-4” in thickness. Textures on the bottom as well as 
the sides is made possible by the immense thickness, allow-ing 
your project to carry its theme throughout.




